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| VISUAL REPRESENTATION OF THE LAB RESULTS |
CHROME COPPER NICKEL  ZINC CHROME COPPER NICKEL ~ ZINC
RESULTS ~ 0.27 021 025 0.05 RESULTS 049 0.68 0.62 0.14
LIMITS 275 3.00 2.50 261 LIMITS 275 3.00 250 261
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